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The aim of this study was to analyse some crucial aspects of the iron ore sintering process. The
study outlines the influence of different parameters affecting it in order to establish a set of
operating conditions capable of reducing
the dangerous emissions. The way to tackle the problem consists of using numerical
multiobjective optimisation software modeFRONTIER with which to define optimal operating
conditions. The analysis led to the definition of a series of three best design practices that lead to
lower emissions. Because these results are obtained in dangerous working conditions, they
represented the starting point necessary to define a particular setting of the system that is easier
to produce technologically, i.e. the new design. To fall below the legal limit regarding the
maximum production of PCDD/F, a filtering device downstream of the sinter plant was finally
applied. Large attention was put on the analysis of the reduction of dangerous emissions coupled
with an acceptable level for productivity. All the input parameters, before the optimisation, were
chosen in order to fall in a range guaranteeing an acceptable quality of the sintered

t i l i t f di i h idi it d id Th d ti it f th l t ltimaterial in terms of dimension, spheridicity and voidance. The productivity of the plant, resulting
from the chosen optimal input parameters, showed no significant
differences from the required ones. The results confirmed the applicability of the obtained optimal
conditions for ordinary industrial production.
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DIOXIN= 5.353456 + ((((((((cos(ln(Cl)) / ((S * rate) / sqrt(Wb))) /
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(0.1 * rate)) + ((cos(Cl) + cos(ln(CO2))) + (ln(Cu) / (S * urea))))
/ (S * rate)) / acos((cos(exp(Cl)) / ((0.1 * rate) / (S * rate))))) +
(((((cos(ln(Cu)) / ((S * rate) / rate)) / ((S * rate) / (0.1 * rate))) +
((cos(Cl) + cos(ln(CO2))) + (ln(Cl) / (S * rate)))) / (0.1 * rate)) /
(0 1 * rate))) / (0 1 * rate)) sqrt(rate))

SOx= 46.735844817171824 + ((S + sin(sin(CO))) *
((sin((atan((sin((tanh(CO) + (Wb * Lime))) + (S + sin(CO)))) +
atan(sin(((CO - Twbox) - atan((Wb * CO))))))) * (CO * (sin((CO +

(0.1 * rate))) / (0.1 * rate)) - sqrt(rate))

( ((( ) (( ))))))) ( ( ((
sin(CO))) * (sin(CO) * ((((Wb* Wb) - urea) - Cl) + (Twleg + (Wb *
Wb))))))) + ((((sin(((Twbox +(Wb * Wb)) - 10)) + sin(((Twbox +
(Wb * CO2)) - 10))) + (sin(((CO -Twleg) - (Wb * Lime))) +
sin(((Twbox + (Wb * CO2)) - 10)))) * Wb) + ((tan(sin((((CO -
T b ) (Wb * Li )) ))) * (( i (((CO S) Wb)) Wb)Twbox) - (Wb * Lime)) - 10))) * ((sin(((CO + S) - Wb)) - Wb) -
Wb)) + ((sin(((Twbox + (Wb * Wb)) - 10)) + sin(sin(( (Wb * Wb) -
Wb)))) + (Wb * Wb))))))
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